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COSMO FIBER CORPORATION DBA COSMO PROMOS  
1802 SANTO DOMINGO AVE DUARTE, CA USA 
 
The following samples were submitted and identified by/on behalf of the client as: 

MASKS 

Item No. : PE-01 / PE-03 

P.O. No. : MASK_PROP65 

Supplier : COSMO FIBER CORPORATION 

Country of Origin    : CHINA 

Country of Destination : UNITED STATES 

Requested Age Grading  : 13+ 

 
************************************************** 

 
Sample Receiving Date   : JAN 25, 2021 

Testing Period   : JAN 25, 2021 TO JAN 28, 2021 

 
 

Test Requested Conclusion 

1. US California Proposition 65 (County of Marin Case No. CIV 1104003) – Lead 
Content  PASS 

2. US California Proposition 65 (County of Santa Clara Case No. 114CV267501) – 
Phthalates Content  

PASS 

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
Signed for and on behalf of 
SGS-CSTC Standards Technical  
Services Co., Ltd. Shenzhen Branch Testing Center 

 
 

________________________  
Qu Ping, Kiky  
Dept. Manager  
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Results: 
      
1. US California Proposition 65 – Total Lead Conten t 
 
Method: With reference to CPSC-CH-E1003-09.1 - Standard Operating Procedure for Determining Lead (Pb) in 
Paint and Other Similar Surface Coatings  
 
Method (non-metallic materials): With reference to CPSC-CH-E1002-08.3 - Standard Operation Procedure for 
Determining Total Lead (Pb) in Non-Metal Children Product  
 
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) 
 

Test Item(s) Lead (Pb)  

Specimen Description  
Alias 
No. 

Tracing 
No. 

Result(s) 
(ppm) 

1. Dark red fabric (Mask) + Dull red fabric w/ red fabric thread (Mask) 
+ Red fabric (Mask) 

1 1 ND 

2. Black fabric w/ black fabric thread (Binding, tape) + White fabric 
(Sewn-in label) + Red knitting w/ red fabric thread (Mask) 

1 2 ND 

3. Black fabric (Mask) + Bright black fabric (Mask) + Black knitting w/ 
black fabric thread (Mask) 

1 3 ND 

4. Dull blue fabric w/ dull blue fabric thread (Mask) + Bright dull blue 
fabric (Mask) + Grey w/ white knitting w/ grey fabric thread (Mask) 

1 4 ND 

5. Grey fabric (Mask) + Grey woven  w/ transparent elastic thread 
(Mask) 

1 5 ND 

6. Dark blue knitting w/ dark blue fabric (Mask) + Bright blue fabric 
(Mask) + Matt-black fabric (Mask) 

1 6 ND 

7. Blue woven  w/ transparent elastic thread (Mask) + Black woven  
w/ transparent elastic thread (Mask) + Red woven  w/ transparent 
elastic thread (Mask) 

1 7 ND 

8. White w/ black coating on fabric (Sewn-in label) 2 1 ND 
 
Note: - ppm = parts per million 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit =10 ppm  

 - 1% = 10000mg/kg=10000ppm 

 - For composite test: The result(s) is (are) calculated using the minimum specimen weight and the 
decision rule has prescribed in the regulation or standard, conformity reporting will base on the 
standard.  
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Remark: Summary of permissible limit(s) of Lead req uirement: 
 

Requirement(s) 
Permissible 

Limit of Lead 
(ppm) 

Effective 
Date 

California Proposition 65 
(County of Marin Case No. CIV 
1104003) 

Paint and surface coating 90 Current 

All other materials 100 Current 

 
      
2. California Prop 65 - Phthalates Content 
                                   
Method: With reference to CPSC-CH-C1001-09.4  
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS)  
 

Test Item(s) CAS No. Result(s) (%)  

MDL (%) 
Specimen No.  -- 1 2 
Alias No.  -- 3 3 
Tracing No.  -- 1 2 
Dibutyl phthalate (DBP) 84-74-2 ND ND 0.003 
Benzyl butyl phthalate (BBP) 85-68-7 ND ND 0.003 
Di-(2-ethyl hexyl) phthalate (DEHP) / 
Dioctyl Phthalate (DOP) 

117-81-7 ND ND 0.003 

Di-“isononyl” phthalate (DINP) 68515-48-0 ND ND 0.010 
Di-“isodecyl” phthalate (DIDP) 26761-40-0 ND ND 0.010 
Di-n-Hexyl phthalate 
(DHP/DnHP/DHEXP) 

84-75-3 ND ND 0.003 

   
Specimen Description: 

1. White w/ black coating on fabric (Sewn-in label) 

2. Transparent elastic thread (Mask) 

                                     
Note: - % = percentage by weight 

 - MDL = Method Detection Limit 

 - ND = Not Detected (lower than MDL) 

 - 1% = 10000 mg/kg = 10000 ppm 

   
Summary of Permissible Limit of Requirement(s): 
  

Requirement(s) Permissible Limit 
California Proposition 65 (County of Santa Clara Case No. 114CV267501) 

- Seat with Vinyl/PVC upholstery ≤ 0.1% each of DEHP, BBP, DBP, DIDP, DnHP 
and DINP otherwise warning 
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Remark 1: Since the data and / or information above division line of front page is provided by the applicant, the 
relevant results or conclusions of this report are only made for these data and / or information, SGS shall not be 
responsible for the authenticity and integrity of such data and information and the validity of the results and / or 
conclusions arising therefrom. Testing results only apply to the sample as received. 
 
Remark 2: The statement of conformity has considered the decision rule based on the Guarded acceptance 
(8.3.2 of ISO/IEC GUIDE 98-4:2012). When the measured value falls within the guard band, only the test data 
and measurement uncertainty will be reported. The guard band is equal to the expanded measurement 
uncertainty with a 95% coverage probability(k=2), w = U95. The Probability of False Accept and the Probability 
of False Reject of the decision rule are 2.5%.  
For Upper Tolerance Limit (TU):  
Pass - when the measurement result is below TU-U95  
Fail - when the measurement result is above TU+U95  
Inconclusive - when the measurement result is falling in guard band［TU-U95, TU+U95］ 
For Lower Tolerance Limit (TL):  
Pass - when the measurement result is above TL+U95  
Fail - when the measurement result is below TL-U95  
Inconclusive - when the measurement result is falling in guard band［TL-U95, TL+U95］ 
 
 

Sample Picture (As received) 
Pic.1 Pic.2 
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Sample Picture (As received) 

Pic.3 Pic.4 

  
Pic.5 Pic.6 

  
Pic.7 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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